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Appendix B: Physical Properties of Cores

Part 1: Pulse Velocity
Introduction

The pulse velocity part of this study was done in order to determine the consistency of the
cores with respect to density and strength on a comparative scale between the eight
differert airfield pavements.

Method

Pulse Velocity readings were taken on all airfield cores upon arrival to Clemson
University. All of these readings were taken according to ASTM C 595t#edard

Test Method for Pulse Velocity Through Concrefesolid kar of aluminum having the

di mensions of 30x 30 x 11 10 was used as
all readings to make sure the unit was acting in a consistent manner. The coupling agent
used was petroleum jelly. The readings were talk®osa the diameter of the core at
two-inch increments for the full length of the core sample. If the sample was an
unbroken cylinder and the top and bottom surface were flat and parallel then lengthwise
readings were taken.
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Results
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Figure 1. Pulse Velocity Results for Airport |
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Figure 2. Pulse Velocity Results for Airport Il
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Airport 111
Average Pulse Velocity of 7 Cores
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Figure 3. Pulse Velocity Results for Airport 11l
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Figure 4. Pulse Velocity Results for Airport IV
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Figure 5. Pulse Velocity Results for Airport V
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Figure 6: Pulse Velocity Results for Airport VI
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Airport VII
Average Pulse Velocity of (5, 5) Cores
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Figure 7. Pulse Velocity Results for Arport VII
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Figure 8: Pulse Velocity Results for Airport VIII
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Table 1: Modulus of Elasticity Values for All Airport Cores
Longitudinal Transverse
Label Modulus of Elasticity Avg. Mocljullus of
(psi) Elastl_czlty
(psi)
Airport I-Echo 5.76E+06 6.25E+06
Airport I-Tango 6.53E+06 6.38E+06
Airport I-Victor 6.82E+06 6.62E+06
Airport Il 7.60E+06 7.42E+06
Airport I 5.35E+06 6.08E+06
Airport IV-Golf NA 6.39E+06
Airport IV-Charlie 7 NA 7.05E+06
Airport IV-Echo 5 NA 6.79E+06
Airport IV-Echo 4 NA 6.54E+06
Airport IV-Deicing Pad NA 5.44E+06
Airport V NA 6.20E+06
Airport VI-Bravo 5.13E+06 6.19E+06
Airport VI-Foxtrot NA 6.31E+06
Airport VI-Runway 5L/23R NA 6.44E+06
Airport VII-A Cores NA 7.62E+06
Airport VII-B Cores NA 7.90E+06
Airport VIII -North Section NA 9.94E+06
Airport VIl -Mid Section NA 9.45E+06
Airport VIII -South Section NA 8.76E+06
Airport VIl -Gate NA 9.28E+06
Airport-Ground Control NA 9.05E+06
Discussion

From the data it is evident that the variability in pulse velocity in concrete cores from
each of the airports was very minimal. In general,phise velocitiedor all the cores
ranged between 40 m/sec and 530 m/®c Also, no significant differencem pulse
velocity between longitudinal and transverse direction were observed in cores from any
of the airports that could be tested in both directiors.ciear trendn pulse velocities

could beestablished as a function of depth from the top surfatteegbavement in any of

the cores. The dynamic modulus of elasticity of cores based on the lemigt and
diameterwise measurements of pulse velocity are giveTable 1. The values were
calculated usingquationl and converted to units of psi.
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Equation 1: Modulus of Elasticity Calculation
Ver(1+m(1- 2
__Vir(Len(1- 2n)

(L- m

Where: E = Modulus of Elasticity
V = Pulse Velocity
r = Density
m= Poissonds Ratio (assumed to be 0.

Conclusion

Pulse velocity results were pretty much consistent throughout all of the airfield cores. In
general, thgulse velocitiegor all the cores ranged betweerD@0n/sec and 500 m/®€c

The Modulus of Elasticity values calculated from the pulse velocityntgeswere
consistent with the magnitude of a typical strength concrete.
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Part 2: Air Content Analysis

Introduction

The hardened air content was determined for representative samples from each airfield
pavement. This was done to asses what the conditithe air void system currently is

for all of the airfields, which is important to know in order to determine if the concrete
system is freezéhaw durable.

Method

The air void systems of th@ncrete cores wemetermined by usindSTM C 457: The
Standard Practice for Microscopical Determination of Aibid Content and Parameters

of the AirVoid System in Hardened ConcretEor each airfield core sample tested two
samples were taken from each. The samples were taken from zero to four inches and
four to eight inches. The airfield cores were cut longitudinally in half and then cut
perpendicularly at four and eight inches. Once the interior of the core was exposed the
observed maximum size of aggregate was determined. Having this information, the
minimum test area for the ASTM C 457 method could be found by using téddaté&d

in the standard along with the minimum length of traverse and the minimum number of
stops found in tables 2 and 3 respectively. Samples were then polished according to the
standard using a silicon carbide abrasive material. A Nikon SMZ 1000 Stereomicroscope
was used at 50X magnification for the procedure. Thead system was looked at on

an as it basis, that is to say that if anvaild was filled it was not includedithe air
content calculation.
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Results

Air Void Parameters
Air Content (%)
Void Frequency (mn)
Paste Content (%)
Paste to Air Ratio
Average Chord Length (mm)
Specific Surface (miymm’)
H : Spacing Factor (mm
Airport | Taxiway Echo Core 5 g
Total Voids Intercepted (N) 651 1002
Total Number of Stops (St) 1384 1350
Total Number of Stops on Air Voids (Sa) 63 94
Total Number of Stops on Paste (Sp) 385 353
Distance Between Stops () (mm) 1.64 1.76
Total Traversed Distance (Tt) (mm) 2269.76 2376.00
82.0

Figure 9: Airport | Echo 5 Core Air Content Results and Raw Data
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Air Void Parameters
Air Content (%)
Void Frequency (mni%)
Paste Content (%)
Paste to Air Ratio
Average Chord Length (mm)
Specific Surface (miymm®)

AI rpo rt I Ta,XiWa,y Spacing Factor (mm)
Raw Dat
Tan g 0 C ore 4 Total Voids Inte r;\A[IJteZ ?N) 768 836

Total Number of Stops (St) 1277 1490
Total Number of Stops on Air Voids (Sa) 73 72
Total Number of Stops on Paste (Sp) 310 323
Distance Between Stops (I) (mm) 1.64 1.72
Total Traversed Distance (Tt) (mm) 2094.28 2559.08
Total Area (cnt)

12.0mmAcross(T4A)

- - -
-

g -— -~

75.4mmAcross(T4A) 79.0mmAcross(T4B)
Figure 10: Airport | Tango 4 Core Air Content Results and Raw Data
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Air Void Parameters
Air Content (%)
Void Frequency (mni’)
Paste Content (%)
Paste to Air Ratio
Average Chord Length (mm)
Specific Surface (mriyfmm®)

Airport I TaX|Way Spacing Factor (mm)
Victor Core 3 o 510 | sl

Total Voids Intercepted (N)
Total Number of Stops (St) 1322 1350
Total Number of Stops on Air Voids (Sa) 57 74
Total Number of Stops on Paste (Sp) 402 344
Distance Between Stops (1) (mm) 1.68 1.64
Total Traversed Distance (Tt) (mm) 2225.92 2214.00

78.4 86.0

S EERT . ) - -

12.0mmAcross(V3A)

” » =

~,
o

77.5mmAcross (V3A) 75.4mmAcross (V3B)

Figure 11: Airport | Victor 3 Core Air Content Results and Raw Data
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Air Void Parameters
Air Content (%)
Void Frequency (mni%)
Paste Content (%)
Paste to Air Ratio
Average Chord Length (mm)
Specific Surface (miymm®)

: Spacing Factor (mm
Airport Il Runway Core 4 g

Total Voids Intercepted (N) 1086 1257
Total Number of Stops (St) 1482 1410
Total Number of Stops on Air Voids (Sa) 90 97
Total Number of Stops on Paste (Sp) 362 331
Distance Between Stops (I) (mm) 1.72 1.72
Total Traversed Distance (Tt) (mm) 2545.34 2421.68
Total Area (cnt)

R § f B o T« 7o)
. :“‘a" ' ;"“‘- “..‘a(~ -

-..11;" .,‘_.' W

80.7mmAcross (4A) 80.7mmAcross(4B)
Figure 12: Airport Il Runway Core 4 Air Content Results and Raw Data
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Air Void Parameters
Air Content (%)
Void Frequency (mni%)
Paste Content (%)
Paste to Air Ratio
Average Chord Length (mm)
Specific Surface (miymm®)

H ing F: r (mm
Airport Il Runway Core 10 g

Total Voids Intercepted (N) 970 1222
Total Number of Stops (St) 1350 1404
Total Number of Stops on Air Voids (Sa) 83 98
Total Number of Stops on Paste (Sp) 334 358
Distance Between Stops (I) (mm) 1.64 1.64
Total Traversed Distance (Tt) (mm) 2214.00 2302.56
Total Area (cnT) 80.4 82.0

82.0mmAcross(10A) 82.0mmAcross(10B)
Figure 13 Airport Il Runway Core 10 Air Content Results and Raw Data
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Air Void Parameters
Air Content (%)
Void Frequency (mmi')
Paste Content (%)
Paste to Air Ratio
Average Chord Length (mm)
Specific Surface (mfymm®)

AI rport I I I R U nwa.y Spacing Factor (mm)

Raw Data
CO re 104 Total Voids Intercepted (N) 884 1177

Total Number of Stops (St) 1458 1345
Total Number of Stops on Air Voids (Sa) 82 99
Total Number of Stops on Paste (Sp) 425 375
Distance Between Stops (I) (mm) 1.72 1.71
Total Traversed Distance (Tt) (mm) 2504.12 2303.31

81.0 81.0

12.0mmAcross(104B)

12.0mmAcross(104A) 12.0mmAcross(104B)
Figure 14: Airport lll Runway Core 104 Air Content Results and Raw Data
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Air Void Parameters
Air Content (%)
Void Frequency (mni%)
Paste Content (%)
Paste to Air Ratio
Average Chord Length (mm)
Specific Surface (miymm®)

AI rport I I I R U nwa.y Spacing Factor (mm)

Raw Data
CO re 1 08 Total Voids Intercepted (N) 890 960

Total Number of Stops (St) 1400 1372
Total Number of Stops on Air Voids (Sa) 84 94
Total Number of Stops on Paste (Sp) 328 303
Distance Between Stops (I) (mm) 1.64 1.71
Total Traversed Distance (Tt) (mm) 2296.00 2349.55
Total Area (cnT) 81.0

- —
_...'7:, L i, T
." l .. -

T O
bX Qk '._ .

80.4AmmAcross(108A) 83.9mmAcross(108B)
Figure 15: Airport Il Runway Core 108 Air Content Results and Raw Data
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Air Void Parameters
Air Content (%)
Void Frequency (mmi')
Paste Content (%)
Paste to Air Ratio
Average Chord Length (mm)
Specific Surface (mfymm®)

AI rport I I | RU nway Spacing Factor (mm)

Raw Data
C O re l l 1 Total Voids Intercepted (N) 1076 1099

Total Number of Stops (St) 1735 1334
Total Number of Stops on Air Voids (Sa) 89 91
Total Number of Stops on Paste (Sp) 413 299
Distance Between Stops (I) (mm) 1.72 1.64
Total Traversed Distance (Tt) (mm) 2979.86 2191.10

12.0mmAcross(111A)

N &

&
’ LD
€ 4

80.7mmAcross(111B)

Figure 16: Airport Ill Runway Core 111 Air Content Results and Raw Data
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Air Void Parameters C7C3A C7C3B
Air Content (%) 5.29 7.18
Void Frequency (mm?) 0.445 0.532
Paste Content (%) 24.24 23.85
Paste to Air Ratio 4.58 3.32
Average Chord Length (mm) 0.119 0.135

Specific Surface (mrﬁlmm3) 33.63 29.65

Alrport IV TaXlWﬁy Spacing Factor (mm) 0.132 0.112

: Raw Data
C harl I e 7 CO re 3 Total Voids Intercepted (N) 1120 1296
Total Number of Stops (St) 1456 1434
Total Number of Stops on Air Voids (Sa) 77 103
Total Number of Stops on Paste (Sp) 353 342
Distance Between Stops (I) (mm) 1.73 1.70
Total Traversed Distance (Tt) (mm) 2518.88 2434.22

Total Area (cnf)

12.0mmAcross(C7C3A) 12.0mmAcross(C7C3B)

-
> ST EEEENEL. 2 O A

12.0mmAcross(C7C3A) 12.0mmAcross(C7C3B)
Figure 17: Airport IV Taxiway Charlie 7 Core 3 Air Content Results and Raw Data
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Air Void Parameters
Air Content (%)
Void Frequency (mm®)
Paste Content (%)
Paste to Air Ratio
Average Chord Length (mm)

Specific Surface (mriymm?®)

A|rp0rt IV TaXIWay Spacing Factor (mm)
Raw Data
ECho Core SB Total Voids Interceptedt(N) 500

Total Number of Stops (St) 1431
Total Number of Stops on Air VVoids (Sa) 55
Total Number of Stops on Paste (Sp) 294
Distance Between Stops (1) (mm) 1.73
Total Traversed Distance (Tt) (mm) 2475.63
81.0

[N Sl S S S SRS S

15.0mmAcross(E5C3B

91.7mmAcross(E5C3B)

Figure 18 Airport IV Taxiway Echo 5 Core 5B Air Content Results and Raw Data
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Air Void Parameters
Air Content (%)
Void Frequency (mm®)
Paste Content (%)
Paste to Air Ratio
Average Chord Length (mm)
Specific Surface (mrffmm®)

Airport IV Taxiway Spacing Factor (mm)
Golf Core 3 ron e 1002 1034

Total Voids Intercepted (N)
Total Number of Stops (St) 1424 1456
Total Number of Stops on Air Voids (Sa) 89 70
Total Number of Stops on Paste (Sp) 303 307
Distance Between Stops (1) (mm) 1.63 1.75
Total Traversed Distance (Tt) (mm) 2324.68 2548.00

Total Area (cnf) 89.2 82.8

.
.

91.4mmAcross(G3A) 98.0mmAcross(G3B)
Figure 19: Airport IV Taxiway Golf Core 1 Air Content Results and Raw Data
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Air Void Parameters
Air Content (%)
Void Frequency (mm®)
Paste Content (%)
Paste to Air Ratio
Average Chord Length (mm)
Specific Surface (mrffmm®)

H Spacing Factor (mm
Airport V Runway Core 1 gammmsrerrm

Total Voids Intercepted (N) 1050 1372
Total Number of Stops (St) 1431 1493
Total Number of Stops on Air Voids (Sa) 74 107
Total Number of Stops on Paste (Sp) 371 426
Distance Between Stops (1) (mm) 1.70 1.70
Total Traversed Distance (Tt) (mm) 2429.12 2534.37

81.0 81.0

15.0mmAcross(C1B)

90.0mmAcross(C1A) 90.0mmAcross(C1B)
Figure 20: Airport V Runway Core 1 Air Content Results and Raw Data
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Air Void Parameters
Air Content (%)
Void Frequency (mm®)
Paste Content (%)
Paste to Air Ratio
Average Chord Length (mm)
Specific Surface (mrffmm®)

H Spacing Factor (mm
Airport V Runway Core 6 gasmsrorrm

Total Voids Intercepted (N) 1050 1054
Total Number of Stops (St) 1431 1433
Total Number of Stops on Air Voids (Sa) 98 110
Total Number of Stops on Paste (Sp) 331 327
Distance Between Stops (1) (mm) 1.70 1.70
Total Traversed Distance (Tt) (mm) 2429.12 2432.52
Total Area (cnf) 81.0 81.0

15.0mmAcross (C6B)

S

90.0mmAcross(C6A) 90.0mmAcross(C6B)
Figure 21: Airport V Runway Core 1 Air Content Results and Raw Data
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Airport VI Taxiway
Foxtrot Core 5

Air Void Parameters

Air Content (%)

Void Frequency (mm®)

Paste Content (%)

Paste to Air Ratio

Average Chord Length (mm)

Specific Surface (mrffmm®)

Spacing Factor (mm)

Raw Data

Total Voids Intercepted (N)

754

650

Total Number of Stops (St)

1478

1479

Total Number of Stops on Air Voids (Sa)

88

87

Total Number of Stops on Paste (Sp)

335

377

Distance Between Stops (I) (mm)

1.76

1.71

Total Traversed Distance (Tt) (mm)

2604.98

2529.09

104.0mmAcross(F5A)

100.9mmAcross(F5B)

Figure 22: Airport VI Taxiway Foxtrot Core 5 Air Content Results and Raw Data
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Air Void Parameters
Air Content (%)
Void Frequency (mm®)
Paste Content (%)
Paste to Air Ratio
Average Chord Length (mm)

Specific Surface (mrffmm®)

Airport VI Taxiway Spacing Factor (mm)
Foxtrot Core 6 e ]

Total Voids Intercepted (N)
Total Number of Stops (St) 1470 1440
Total Number of Stops on Air Voids (Sa) 77 61
Total Number of Stops on Paste (Sp) 331 321
Distance Between Stops (1) (mm) 1.74 1.74
Total Traversed Distance (Tt) (mm) 2554.13 2502.00

106.0mmAcross (F6A) 106.0mmAcross (F6B)
Figure 23 Airport VI Taxiway Foxtrot Core 6 Air Content Results and Raw Data
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Air Void Parameters
Air Content (%)
Void Frequency (mm®)
Paste Content (%)
Paste to Air Ratio
Average Chord Length (mm)
Specific Surface (mrymm®)

Airport VI Runway Core 2 | gameetrrs

Total Voids Intercepted (N) 1163 864
Total Number of Stops (St) 1479 1475
Total Number of Stops on Air Voids (Sa) 80 62
Total Number of Stops on Paste (Sp) 457 324
Distance Between Stops (1) (mm) 1.73 1.75
Total Traversed Distance (Tt) (mm) 2558.67 2573.88

88.6

102.1mmAcross(R2A) 103.0mmAcross(R2B)

Figure 24: Airport VI Runway Core 2 Air Content Results and Raw Data
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Air Void Parameters
Air Content (%)
Void Frequency (mm®)
Paste Content (%)
Paste to Air Ratio
Average Chord Length (mm)
Specific Surface (mrffmm®)
H Spacing Factor (mm
Airport VI Runway Core 6 paasasrccrs
Total Voids Intercepted (N) 1058 855
Total Number of Stops (St) 1440 1490
Total Number of Stops on Air Voids (Sa) 91 84
Total Number of Stops on Paste (Sp) 326 276
Distance Between Stops (1) (mm) 1.75 1.71
Total Traversed Distance (Tt) (mm) 2512.80 2544.18
87.6 91.2

LI i\ S

104.7mmAcross(R6A) 102.5mmAcross (R6B)

Figure 25: Airport VI Runway Core 6 Air Content Results and Raw Data
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Air Void Parameters ASA ASB
Air Content (%) 6.70 6.07
Void Frequency (mm™) 0.444 0.406
Paste Content (%) 23.01 22.13
Paste to Air Ratio 3.44 3.65
Average Chord Length (mm) 0.151 0.150
Specific Surface (mm*/mm-) 26.52 26.75

AI rpOI’t VI I Core A5 Spacing Fnctorér::‘l]mm 0.130 0.136

Total Voids Intercepted (N) 1135 1056

Total Number of Stops (St) 1508 1500
Total Number of Stops on Air Voids (Sa) 101 a1
Total Number of Stops on Paste (Sp) 347 332

Distance Between Stops (I) (mm) 1.70 1.74
Total Traversed Distance (Tt) (mm) 2556.06 2602.50
Total Area (cm”) 725 79.1

G N

i -grdy

15.0mmAcross (A5B)

o T &

Figure 26: Airport VII Core A5 Air Content Results and Raw Data
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Air Void Parameters D10A D10B
Air Content (%) 5.15 4.90
Void Frequency (mm™) 0.398 0.389
Paste Content (%) 21.77 24.01
Paste to Air Ratio 4.23 4.90
Average Chord Length (mm) 0.129 0.126
Specific Surface (mm*/mm”*) 30.93 31.79

Ail’pOI’t VIl Core D10 Spmngp"“"l‘;::’)nm 0.137 0.144

Total Voids Intercepted (N) 1036 979
Total Number of Stops (St) 1516 1491
Total Number of Stops on Air Voids (Sa) 78 73
Total Number of Stops on Paste (Sp) 330 358
Distance Between Stops (I) (mm) 1.72 1.69
Total Traversed Distance (Tt) (mm) 2603.73 2516.06
Total Area (cm”) 73.5 74.5

VY
b

79.0mmAcross(D10A)

Figure 27: Airport VII Core D10 Air Content Results and Raw Data

81.0mmAcross(D10B)
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Air Void Parameters Core 2
Air Content (%) 3.74
Void Frequency (mm™) 0.294
Paste Content (%) 24.41
Paste to Air Ratio 6.53
Average Chord Length (mm) 0.127
Specific Surface (mm?/mm?) 31.47

Airport VIII Core 2 Spacing Factor (nm)__ 0'”’6

Total Voids Intercepted (N) 839
Total Number of Stops (St) 1659
Total Number of Stops on Air Voids (Sa) 62

Total Number of Stops on Paste (Sp) 405
Distance Between Stops (I) (mm) 1.72
Total Traversed Distance (Tt) (mm) 2853.48
Total Area (em”) 168.6

‘. 8'2

86.0mmAcross(C2A)

Figure 28: Airport VIII Core 2 Air Content Results and Raw Data
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Air Void Parameters
Air Content (%)
Void Frequency (mm™)
Paste Content (%)
Paste to Air Ratio
Average Chord Length (mm)
Specific Surface (mm?*/mm*)

Airport VIII Core 5 e

Total Voids Intercepted (N) 1161
Total Number of Stops (St) 1600
Total Number of Stops on Air Voids (Sa) 79
Total Number of Stops on Paste (Sp) 435
Distance Between Stops (I) (mm) 1.75
Total Traversed Distance (Tt) (mm) 2800.00
Total Area (ecm”) 170.6

87.0mmAcross(C5A) : 87.0mmAcross(C5B)

Figure 29: Airport VIII Core 5 Air Content Results and Raw Data
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Discussion

Based on these results, it appears that all the cores investigatedabceptable air
contents (3.% - 7.7%), with spacing facterrangingfrom 0.112 mm to 0.255m. The
spacing factors isome ofthese cores are somewltannsideredmarginal in nature, but
do not necessarily reflect poor concrete. Concrete with awomirspacing factor of
0.200 mm or less is considered to possess a gwewbid system that is capable of
resisting the effects of freezbkaw cycling. Overall 986 of the samples had spacing
factors less than 0.200 mm aB@% had air contents greater thdad% showing that
overall for the study the Airfield pavements had aecer void systems with respect to
freezethaw mitigation.

Conclusion

The hardened air content analysis showed that the majority of field cores had sufficient
air entraining and also sufficient air void systems. Based orethdts, it appears that all

the cores investigatedalle acceptable air contents @&.7 7.7%), with spacing facter
ranging from 0.112 mm to 0.258m. The spacing factors some ofthese cores are
somewhatconsideredmarginal in nature, but do not necessarily reflect poor concrete
These pavements were therefore considered to have sufficient air void parameters to
resist deterioration from freeze thaw cycles alone.
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Part 3: Depth of Deicer Penetration

Introduction

This analysis was performed to determine whatypeal penetration depth of the deicer

was and how different conditions affect the rate of penetration. This study was
performed in two stages; the first stage was to determine the effectiveness of the new
method in determining the depth of penetratiow avhat affect different conditions
played in the rate of penetration. The second stage was to determine the penetration
depths in Airports I VII, Airport VIII was left off due to time restrictions. A trip was
made to Airport | to take samples directhpm the pavement to be compared to the
results of the core analysis from the same Airport.

Method

Calibration Study

The Calibration Study was completed to determine the feasibility of using ICP analysis

on powdered concrete samples to determine #pthdof the penetration of potassium

ions. This study was done by first creating Portland cement concrete samples in two
ways: the first type of sample created by
varying between 4 and 5 inches and cured forohttnat 100%RH at 2&, the second

type of sample was created by first casting
at 38C to ensure that miecawacking on the surface was present, and then coring the
sample after 1 month of curing at 10000RH&at@ using a 40 di ameter b
was 6cast samples andabred samplesCores 16 are the cast samples and core)7

are the cored sample3he concrete had an air content of 6.5% and a plastic unit weight

of 139.5 Ib/fe. These samples wereethexposed to following conditions: Cores 1 and 4

were the control samples which were not exposed to the potassium acetate deicer, cores 2
and 7 were constantly exposed to the deicer and subjected to a 24hr pei26dCof

followed by a 24hr period of 2E, cores 3 and 8 were constantly exposed to the deicer,

cores 6 and 10 were subjected to a 24hr period of deicer application followed by a 24hr
period of no deicer application at Z5 and finally cores 5 and 9 were subjected to the

same regiment as corésand 10 with the exception of the drying period temperature

which was changed from 26 to 80C. Collars were attached to the cylinders with

silicone leaving a basin area above the cylinders for the Potassium Acetate to be applied.

The different conditining regiments were continued for 3 months. All of the cores had

their collars removed and then were left in the@0ven to completely dry out all of the

samples. Once the calibration study samples were dried, samples were taken in the
following two ways and then processed for ICP testiogletermine the potassium ion
concentration
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Drill Dust Samples

Drill DustSampl es were taken in increments of )
gage and a hand vacuum. The hand vacuum had a hose attachmemtlth&icus the

suction to only the area of the drilling. The vacuum was bag less and had an exhaust

filter. After the sample was collected in the vacuum, the sample was taken out of the
collection section of the vacuum and placed in a sealable plasti .b Af ter each
increment the entire vacuum and filter was cleaned using a compressed air tank. This
method of sample taking was used primarily for field applications and was compared to

the disc sample method whenever possible to check consisteheydrill dust samples

were then processed for ICP testingletermine the potassium ion concentration.

Disc Samples

Al | airfield pavements had selected cores t
from the top surface to four inches in depth creptiscs. These discs were then crushed

using a hammer and then placed in a ball mill for five minutes at 350 rpm8®&igh

grams of stainless steel balls used as an abrasive charge. The powder was then sieved

over a #70 sieve. Once the sample was in powder form it was then processed for ICP
testingto determine potassium ion concentration

Determining Potassium lon Concsatton

Once the samples were in the powdered form they were then taken and diluted at a rate of
one gram to fifty milliliters of deionized water. These diluted samples were then mixed
for twenty-four hours with a rock tumbler. Once these samples vad&entout of the
tumbler they were then vacuum filtrated to remove the remaining solids and the
remaining liquid was then tested using the ICP apparatus located at the Agriculture
Service Lab at Clemson UniversityThe result of the ICP testing on the pexs was the
potassium ion concentration for the given depth of sample.
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Results
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Figure 30: Depth of Penetration Calibration Results for the Control Condition
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Figure 31: Depth of Penetration Calibration Results for the Wetting-Drying Condition @ 80C
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Figure 32 Depth of Penetration Calibration Results for Wetting-Drying Condition @ 23C
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Figure 33: Depth of Penetration Calibration Results br Constant Application Condition @ 23C

IPRF01-G-002-05-7 Appendix B35|P age



1000

ozc

900 H2D
a7C

800 a7p

700

600

500

400

R

Concentration of Potassium Ions, mM

I 25

2y I8 7

- . .
25 g Jg 7 Sg P
Depth, mm

Figure 34: Depth of Penetration Calibration Results forthe Freeze Thaw Condition
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Figure 35: Depth of Penetration Results for Airport | (Core Analysis)
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Figure 36. Depth of lon Penetration Results for Airport | Taxiway Echo (Field Analysis)
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Figure 39: Depth of Penetration Results for Airport Il (Core Analysis)
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Figure 40: Depth of Penetration Resultdor Airport IV (Core Analysis)
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Figure 41: Depth of Penetration Results for Airport V (Core Analysis)
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Figure 42 Depth of Penetration Results for Airport VI (Core Analysis)
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Figure 43: Depth of Penetration Results for Airport VII (Core Analysis)
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Discussion
Calibration Study

The results from the calibration study showed that the disc sampling method produced
equivalent or higher concentrations of potassium ions when compétedhe powder
sampling method. This is probably due to the increased surface area of the sampling
area, which helps to create a more representative sample.

The baseline potassium ion reading was calculated from the control samples and
subtracted outfahe values for the other types of conditioning. The baseline potassium
ion value for the materials used in this study was determined to be 12.55 millimoles. The
conditioning that produced the highest depth of penetration of the potassium ion was the
wetting and drying condition at 80C followed by the wetting and drying condition at 23C
(ambient). This was due to the capillary suction action of the concrete created during the
drying conditioning. These two conditions would not reflect field conditeres to the

fact that anti icers would not be applied at 23C and also the temperature after application
would not be 23C or higher (80C). Although these two conditions would not reflect field
conditions, the physical action of wetting and drying at lowerperatures would follow

the same trend producing higher depths of potassium ion penetration when compared to
the freezing and thawing condition and the constant application condition.

The wetting and drying condition produced penetration depths beyamdnches for

both temperatures, while the constant application condition produced between one and
two inches of penetration and the freeze thaw condition produced only about a half inch
of penetration. The freeze thaw condition was considered the eflestive of the field
conditions and this was confirmed in the field samples. No clear trend was established
between the cored and cast sample that was consistent through all of the conditions.

Airport Field and Core Study

The results of the airfieldamples had similar trend to that of the freezing and thawing
conditioning in the Calibration Study, that is that the penetration was only about a half of
an inch. This trend held true through all of the airfield samples. The background levels
could notbe subtracted out due to the fact that we did not have samples that were not
exposed to potassium acetate deicer.

Only one airport could be sampled in this method due to access issues. Airport | Echo
taxiway and limited taxiway Victor were sampled usthg powder sampling method to

determine in place depth of potassium ion penetration. Samples were obtained by drilling
holes in the pavement and collecting the drill dust or powder. Samples were only tested
to a depth of two inches due to time and eq@ptirestrictions. No clear trend can be

made except to say that the concentration was less for the powder samples when
compared to the core samples (disc sampling method) and that the depth of penetration
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must be very low due to the concentration beingiesshat consistent throughout the
two-inch depth.

Conclusion

From the fundamental studies (calibration study) conducted to understand the migration
of potassium acetate into concrete, it was found that the wetting and drying of concrete
was most aggressive and resulted in penetration of potassium to over two inches,
regardless of the storage temperature. The continuous exposure of concrete to potassium
acetate deicer yielded potassium penetration between one and two inches from the
surface. Exposure of concrete to deicer under frdeme conditions resulted in a
penetration of potassium to only about a one half of an inch from the surface. The freeze
thaw condition was considered the most reflective of the field conditions and this was
confirmed in the field samples having similar exposure.

The results of thaletermination of potassium ion penetration in airfield samples had
similar trend to that of the freezing and thawing conditioning in the Calibration Study,
that is that the penetration was only about one half of an inch or 12.7mm. This trend held
true through all of the airfield samples.
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Part 4. FreezeThaw Analysis
Introduction

In order to evaluate what affect the potassium acetate based deicers have on field samples
during freezeghaw cycling a new test method was developed. This resthod
incorporated field samples that were exposed to the dpitar to and periodically

during the test. The depth of deicer penetration study found that the deicer only
penetrated to a maximum depth of half an inch into the pavement. These sasrgles
exposed to deicers in an exaggerate way, along with extreme freezing and thawing cycles
in order to simulate lonrterm exposure. The best method of testing the samples
durability was through the use of pulse velocity testing at set intervals, altngisual
observations of the sampleDue to time restrictions testing was only completed on
Airports |-VI

Method

The cores used for this test were cut to
inches and then holes were drilled in the top and bottom to install studs for length
measurements. The reason for the modification of the minimum thickness (Le8sdhgn

was due to size restraints of the sample holders in the fteageapparatus. A diagram

of the freezehaw regime can be seen kiigure 44. Reaings were taken every sixty
cycles, which is also a modification from the standard, which is 36 cycles. The biggest
modification to the test was the storage of samples prior to the test and after every 60
cycles. Samples were kept in protective wrapgngr to the test to ensure that the
moisture content remained the same as when first arrived to Clemson. Once the test was
ready to begin (i.e. samples were saw cut to size and studs embedded) the samples were
placed in an environmental chamber at 28C 24hrs. Once this was completed the
samples were placed in storage solutions (Deioniz€d far Control test and 6.4M KAc

for modified test) and kept at 38C for 48 hrs. After this was completed the samples were
again kept at 23C for 24hrs in the enwmingental chamber. The initial readings were then
taken and all following readings were compared to these. The readings consisted of
weight readings, pulse velocity readings, and length measurements. The samples were
then put in the freezthaw chamber tdegin the testing and after every 60 cycles this
conditioning process was completed and readings taken. This test was continued until the
failure of the samples (i.e. the samples completely fell apart). Example photographs of a
prepared sample and thredzethaw testing machine can be seefigure45.
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Figure 44: Modified Freeze Thaw Testing Regime
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Figure 45 Example Photos of Prepared Freez&8haw Samples and Test Setup

Results

The freeze thaw testing of modified field cores showed a general trend with
respect to increased deterioration when exposed to potassium aCEtatgercentage
difference in pulse velocity readings throughout the test compared to the initial readings
can be seen ifrigure 46, Figure 47, Figure 48, and Figure 49. The visual and pulse
velocity results both support the hypothesis that the potassium acetate deicer reduces the
freeze thaw durability of the concrete systeifhe visual results show a failure of the
mortar fraction of the concrete surface surrounding the coarse aggregates. During the test
the samples exposed to KAc typically failed once the pulse velocity values went below
80% of the original value. This trérdid not hold true for the control samples, which had
some samples last to the end of the regime with pulse velocity values below 80% of the
original.  The results of the first set of samples (AirportsIl) showed that the control
samples had pulseelocity values greater than or equal to 90% of their original values,
while the samples exposed to KAc had values less than or equal to 85% of the original
value with two of the samples failing before the end of the test. The results of the second
set of samples (Airports VI VI) had a slightly different trend with control samples
having pulse velocity values greater than or equal to 75% of their original values. The
second set of samples exposed to KAc had only one sample that was able to last till the
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end of the test with the majority of the rest failing before the start of "theydle. It

should be noted that the exposure cycle of this modified test method to KAc was an
intense shorterm exposure. A recommendation as a result of this study ry &nt
determine how the cycling of this test can be correlated to actual field conditions, and be
used to predict at what age these defects should start appearing.

Control Freeze Thaw Pulse Velocity Results for Airports I-111
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Figure 46: Control Freeze Thaw Pulse Velocity Results for Airports | - 111
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Figure 48: Control Freeze Thaw Pulse Velocity Results for Airports IV - VI
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KAc Freeze Thaw Pulse Velocity Results forAirports IV-VI
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Figure 49: KAc Freeze-Thaw Pulse Velocity Results for Airports IV VI
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Initial Picture

Picture Not Available

After 1% Cycle

After 39 Cycle

After 4™ Cycle

End of Test Picture

Figure 50: Visual Record of Airport | Taxiway Tango Core 5 (Control) During Freeze Thaw Testing
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After 39 Cycle After 4" Cycle End of Test Picture

Figure 51: Visual Record of Airport | Taxiway Tango Core 5 (6.4M KAc) During FreezeThaw Testing
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Initial Picture

After 1°' Cycle

After 2" Cycle

After 3% Cycle

After 4" Cycle

End of Test Picture

Figure 52: Visual Record of Airport | Taxiway Tango Core 2 (6.4M KAc) During the Freeze Thaw Testing
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Initial Picture After =& Cycle -

Picture Not Available

After 3% Cycle After 4" Cycle End of Test Picture
Figure 53 Visual Record of Airport | | Runway Core 11(Control) During the Freeze Thaw Testing
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Initial Picture

After 2" Cycle

After 3° Cycle

After 4" Cycle

End of Test Picture

Figure 54: Visual Record of Airport I | Runway Core 11(6.4M KAc) During the Freeze Thaw Testing
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Initial Picture After 1° Cycle

Picture Not Available

After 39 Cycle After 4" Cycle End of Test Picture
Figure 55: Visual Record of Airport | | Runway Core 12(Control) During the Freeze Thaw Testing
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After 1°' Cycle

After 2% Cycle

After 3° Cycle

After 4" Cycle

End of Test Picture

Figure 56: Visual Record of Airport I 1 Runway Core 12(6.4M KAc) During the Freeze Thaw Testing
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Initial Picture

Picture Not Available

After 39 Cycle

After 4™ Cycle

Figure 57: Visual Record of Airport Il Runway Core 107 (Control) During the Freeze Thaw Testing
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Initial Picture

After 1°' Cycle

After 2" Cycle

| After 3° Cycle

After 4" Cycle

End of Test Picture

Figure 58 Visual Record of Airport Ill Runway Core 107 (6.4M KAc ) During the Freeze Thaw Testing
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Initial Picture

After 1°' Cycle . After 2" Cycle

After 39 Cycle

After 4" Cycle End of Test Picture

Figure 59: Visual Record of Airport IV Taxiway Charlie 7 Core 4 (Control) During the Freeze Thaw Testing
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After 2% Cycle

After 1°' Cycle

»~

After 39 Cycle

After 4" Cycle

End of Test Picture

Figure 60: Visual Record of Airport IV Taxiway Charlie 7 Core 4 (6.4M KAc) During the Freeze Thaw Testing
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Initial Picture

After 39 Cycle

After 1% Cycle

After 2" Cycle

After 4" Cycle

End of Test Picture

Figure 61 Visual Record of Airport IV Taxiway Echo 4 Core 2 (Control) During the Freeze Thaw Testing
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Initial Picture

After 1°' Cycle

After 2" Cycle

Sample Failed

Sample Failed

After 3° Cycle

After 4" Cycle

End of TesPicture

Figure 620 Visual Record of Airport IV Taxiway Echo 4 Core 2 (6.4M KAc) During the Freeze Thaw Testing
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After 1°' Cycle

After 3° Cycle After 47 Cycle 7 End of Test Picture

Figure 63: Visual Record of Airport V Runway Core 2 (Control) During the Freeze Thaw Testing
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Initial Picture

After 2" Cycle

After 39 Cycle

After 47 Cycle

End of Test Picture

Figure 64: Visual Record of Airport V Runway Core 2 (6.4M KAc) During the Freeze Thaw Testing
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Initial Picture

After 1°' Cycle

After 2" Cycle

After 3“ Cycle

T

After 4" Cycle

End of Test Picture

Figure 65: Visual Record of Airport V Runway Core 6 (Control) During the Freeze Thaw Testing
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Initial Picture

After 1°' Cycle

After 2" Cycle

After 39 Cycle

Sample Failed

After 4" Cycle

End of Test Picture

Figure 66: Visual Record of Airport V Runway Core 6 (6.4M KAc) During the Freeze Thaw Testing
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Initial Picture

After 1" Cycle

-

After 4" Cycle End of Test Picture
Figure 67: Visual Record of Airport VI Runway Core 7 (Control) During the Freeze Thaw Testing

‘ After 3% Cycle
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Initial Picture

After 1 Cycle

After 2" Cycle

Sample Failed

Sample Failed

After 39 Cycle

After 4" Cycle

End of Test Picture

Figure 68 Visual Record of Airport VI Runway Core7 (6.4M KAc) During the Freeze Thaw Testing
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Conclusion

The visual examination and pulse velocity results from the freeze thaw testing both
supports the hypothesithat the potassium acetate deicer reduces the freeze thaw
durability of the concrete system. The visual results show a failure of the mortar fraction
of the concrete surface surrounding the coarse aggregates.

Known properties of KAc such as its redoctiof freezing point temperatures and ability

to decrease evaporation rates due to its hydrophilic nature coupled with the preliminary
Cryogenic Dilatometer results show that there is a pessimum concentration of KAc at
which more damage occurs in mortamgdes. This point is where there is enough
moisture left in the system to form the volume of ice needed to cause the cracking, and
also the freezing point has not been depressed enough to prevent ice formation all
together.
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Part 5: Reactivity Testing of Airport Aggregates
Introduction

Aggregates were collected from Airport$ llll. These aggregates were either used or
were potentially used in the construction of the pavements in which the cores were
selected. This section wilkrgsent the results of 9 aggregates (made up of coarse and fine
aggregates) being tested in the standard ASTM C 1260 test and the standard and modified
versions of the ASTM 1293 Test. Airport | had six aggregates that were tested in this
study (four coarsaggregates and two fine aggregates), Airport Il had only one aggregate
(coarse aggregate), and Airport lll had two aggregates (one coarse and one fine
aggregate). These aggregates were further studied for their aggregate reactivity, the
results can be tnd in the Fundamental Investigation Appendix)

Method
ASTM C 1260 Test

The test was done according to ASTM C 126@his test method, mortar bars (25mm X
25mm X 285 mm) with gauge studs embedded at the ends were cast and moist cured for

24 hoursinaer i ng room. After demol ding, the bars
water bath. After curing in the water bath, the bars were kept in 1N NaOH soak solution,
which was preheated to 806C for 24 hours. P

taken atregular intervals for 14 days, and percent expansion were calculated. The
expansions of mortar bars less than 0.1% at 14 days were considered terbactiva
aggregates, expansions in range from 0.1% and 0.2% were considered for additional
confirmation by petrography, concrete prism tests (ASTM C 1298),past field
performance. Kpansions of mortar bars over 0.2% were considered as reactive
aggregates.

Standard and ModifieASTM C 1293 Test

This standardest was done according to the ASTM C 1293t,Tésndard Test Method

for Determination of Length Change of Concrete Due to ARRgica Reactionwhich
specifies storing the specimens vertically in a container with a small water reservoir that
is not in contact with the prisms at 38°CModifications to this test were also
incorporated, withite malified part of the test involvingtoring prisms in solutions of

1N NaOH and potassium acetate, similar to the ASTM C 1260 procedure. A additional
modification was also tested which incorporated the usanddir Entraining Agent to
increase the air content from the standard 2t6%he range of 6% to simulate field
conditions.The use of 1IN NaOH was to ensure that theian the bars was still
equivalent to 1.25% at all times during the test, due tdatiethat some of the alkalis

will leach out reducing the N@. in the standard ASTM C 1293 test. The modification
using potassium acetate solution was done to determine the added effect of using a
deicer, which is an external supply of alkalis, on thetreity of the aggregates tested.
APRemoval 06 indicates that these samples we|
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removed

from.

These

deleterious reactive aggregate above this limit.

sampl es,
respected aggregate and left to cure overnight in a 1@@®ve humidity room. The

next day the samples were removed and initial comparator readings were taken and then
the prisms were placed in their respected solution (1IN NaOH or potassium acetate).
These solutions were then placed in a 38°C room andngsiere taken according to

the schedule in ASTM C 1293. All of these readings were converted into percentage
increases and then compared to the limit of 0.04% at one year, which indicates potentially

having

Resuts
Table 2: Airport Aggregate Labels and Reactivity Classification
Aggregate Source Aggregate Label | Alternative Label Reactivity
CA-1 AGG-20 Non-Reactive
CA-2 AGG-18 Reactive
Airport | CA-3 AGG-19 Slightly Rgactive
CA-4 AGG-17 Reactive
FA-1 AGG-21 Reactive
FA-2 AGG-22 Reactive
Airport Il CA-1 AGG-29 Non-Reactive
Airport Ill CA-1 AGG-27 React?ve
FA-1 AGG-28 Reactive
1.50
1.40 A *CAA ASTM 1260 Results for Airport I Aggregate
- CA-2
130 { o cpn
1.20 1 —==FaA-1
1.10 1 " FA-2
o Lop{ THCAd
°§' 0.90 -
£ 080 1
E 0.70 1
0.60 -
0.50 -
0.40 1
0.30 1
0.20 A
0.10 A

0.00 &

Figure 69: ASTM C 1260 Results for Airport | Aggregates

Age, Days
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Expansion, %

Expansion, %
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Age, Days
Figure 70: ASTM C 1260 Results for Airport Il Aggregate

1 ®FA ASTM 1260 Results for Airport III Aggregate
-+ CA

Age, Days
Figure 71. ASTM C 1260 Results for Airport Ill Aggregates
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Figure 72 Standard and Modified ASTM C 1293 Results for Airport | Aggregate CA-1
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Figure 73. Standard and Modified ASTM C 1293 Results for Airport | Aggregate CA2
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Figure 74: Standard and Modified ASTM C 1293 Results for Airport | Aggregate CA3

Figure 75: Modified ASTM C 1293 Results for Airport || Aggregate
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